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Introduction and Objectives 

In the study of catalytic reactions, grazing incidence SAXS (GISAXS) and grazing inci-
dence X-ray Adsorption Spectroscopy (GIXAS) on  flat catalytic support substrates with 
size-selected metal clusters can provide both ex-situ and in-situ information on c luster 
size, shape, inter-particle distance, and oxidation state (APS beamline 12-ID-B&C).  GI-
SAXS can also give depth profile information, and the aspect ratio (height/diameter) of a 
cluster can be calculated from the GISAXS data, and it is possible to obtain the interfacial 
energy.  GISAXS is ideal for in-situ studies since it is  very sensitive to surface species 
and there is less parasitic scattering resulting from the substrate compared to a conven-
tional direct-transmission SAXS experiment.  

 
Results and Discussion  

The size selected metal particles are prepared by laser vaporization followed by separa-
tion in a quadrupole mass spectrometer prior to deposition on the surface. The GISAXS 
experiments were performed in a vacuum chamber equipped with a heated sample holder 
mounted on a  goniometer at APS beamline 12-ID-C. The design and description of the 
operation of the cell has been published.1 During heat treatment, scattering data can be 
collected as a function of time and temperature. The beam is scattered off the surface of 
the sample at and near the critical angle of the substrate and the scattered X-rays are de-
tected by an area detector. The data is analyzed by taking cuts in the qxy direction for ho-
rizontal information and in the qz direction for vertical information.  GISAXS is being  
used to study the thermal stability and reactivity of Pt, Au, and Ag clusters (6 – 12 atoms) 
deposited on a variety of surfaces with insightful results.2 One example is the partial oxi-
dation of olefins to alkyl oxides where it has been found that the size and shape of catalyt-
ic size-selected nanoparticles is important.3-5  ASAXS refers to the extension of standard 
SAXS experiments in which the energy of the probing X-rays is tuned near the absorption 
edge of an element in the sample.  This method overcomes the problem of separating the 
scattering of clusters from that of the support. For the first time anomalous GISAXS has 
been obtained on metal clusters on surfaces and has provided significant insight into the 
structure of very small metal clusters on surfaces.6  An example of using all three tech-
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niques is shown in Figure 1 where the changes in the Co catalysis in the oxidative dehy-
drogenation of cyclohexene as a function of reaction temperature are followed.  The reac-
tivity starts increasing at 250 oC, from MS analysis, with the initiation of assembly of the 
nanoparticles and is most active at 300 oC. 

 

 

 

 

 

 

 

Figure 1. Left – dynamic oxidation change by XANES, Right – SAXS size analysis 
 
Conclusions 

The combinations of GISAXS and GIXAS along with MS have been demonstrated as a 
powerful tool for studying the changes in metal nanoparticles on flat surfaces under real-
istic reaction conditions.  This same approach works with transmission SAXS and spec-
troscopy for small flow reactors. 
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